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บทคัดย่อ 
 ปัจจุบันความต้องการของการท าให้ฟันขาวโดยการฟอกสีฟันมีแนวโน้มเพ่ิมขึ้น  ซึ่งกระบวนการท าให้ฟันขาวเกิด
จากปฏิกิริยาออกซิเดชัน (oxidation) ของสารเพอร์ออกไซด์ที่แทรกผ่านชั้นเคลือบฟัน (enamel) และเนื้อฟัน (dentin) 
ส่งผลให้สีของฟันโดยเฉพาะชั้นเนื้อฟันมีสีอ่อนลงท าให้ดูสว่างขึ้น โดยมีปัจจัยส าคัญที่ส่งผลต่อการฟอกสีฟันคือ ความ
เข้มข้นและระยะเวลาที่ใช้ในการฟอก ซึ่งน้ ายาฟอกสีฟันความเข้มข้นสูงจะให้ผลลัพธ์การฟอกเร็วกว่าความเข้มข้นต่ า  แต่
อย่างไรก็ตามหากยืดระยะเวลาในการฟอกออกไปพบว่าน้ ายาฟอกสีฟันความเข้มข้นต่ าสามารถให้ผลในการฟอกสีฟัน
เทียบเท่าความเข้มข้นสูงได้ นอกจากนี้การกระตุ้นด้วยแสง ความร้อนรวมทั้งสีเริ่มต้นของฟันสามารถส่งผลต่อการฟอกสีฟัน
ได้เช่นกัน การวัดการเปลี่ยนแปลงสีฟันที่เกิดขึ้นสามารถวัดได้ด้วยการใช้สายตาเทียบกับชุดเทียบสี (shade guide) หรือ
การวัดการเปลี่ยนแปลงของสีฟันด้วยเครื่องมือวัดการดูดกลืนแสง (spectrophotometer) ผลข้างเคียงที่พบได้บ่อย
หลังจากการฟอกสีฟันคือ อาการเสียวฟัน ซึ่งปกติอาการเสียวฟันจะค่อย ๆ ลดลง แต่การใช้โซเดียมฟลูออไรด์ (sodium 
fluoride) กับโพแทสเซียมไนเตรท (potassium nitrate) เป็นอีกทางเลือกท่ีช่วยลดอาการเสียวฟันได้ นอกจากนี้การฟอกสี
ฟันสามารถก่อให้เกิดอาการระคายเคืองที่เหงือกหรือเยื่อบุในช่องปากรวมทั้งส่งผลต่อวัสดุบูรณะ และค่าความแข็งแรงยึด
เฉือน (shear bond strength) ของวัสดุอุดบนฟัน 
ค าส าคัญ:  เจลฟอกสีฟัน กลไกการฟอกสีฟัน การเปลี่ยนแปลงสี การวัดสี การฟอกสีฟัน การเสียวฟัน 
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Abstract 
 Tooth whitening has been increase in the number of patients over recent years. Following 

previous literature, the mechanisms of tooth whitening was occurred by the diffusion of peroxide 
through enamel and dentin to cause oxidation that lighten of tooth color. The importance factors 
influencing tooth whitening efficacy are concentration and time which higher concentrations are faster 
than lower concentrations. However, lower concentrations can approach the efficacy of higher 
concentrations with extended treatment times. The light activated heat and initial tooth color can also 
influence tooth bleaching outcome. The method for measuring changes in tooth color are visual 
measurements by using shade guide and instrumental measurements using spectrophotometer. Tooth 
sensitivity is one of the side effect that commonly occur after tooth bleaching. However, the symptom 
will disappear shortly after the treatment ends. Sodium fluoride and potassium nitrate can also 
decrease the tooth sensitivity. Gingival or mucosal irritation and shear bond strength of composite to 
enamel or dentin are also effected by tooth whitening. 
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